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Transverse Compressive Stress Effect in
Y-Ba-Cu-O Coatings on Biaxially
Textured Ni and Ni-W Substrates

N. Cheggour, J. W. Ekin, C. C. Clickner, D. T. Verebelyi, C. L. H. Thieme, R. Feenstra, A. Goyal, and M. Paranthaman

Abstract—Electromechanical properties of yttrium-barium-
copper-oxide (YBCO) coatings on bothpure Ni and Ni-5at.%W
alloy rolling-assisted, biaxially-textured substrates (RABiTS)
were investigated. The effect of transverse compressive stress
on transport critical-current densities ( ) was measured on
samples at 76 K and self magnetic field. Transverse compressive
stress can significantly degrade in YBCO deposited on pure
Ni RABiTS unless sufficient frictional support is provided to the
sample or the substrate is given a work-hardening treatment.
On the other hand, results obtained for YBCO on Ni-5at.%W
alloy RABiTS show that the tolerance to transverse stress of these
conductors is significantly improved. These electromechanical
properties are interpreted with scanning-electron micrographs of
the microstructure of the samples after electromechanical testing,
as well as stress-strain characteristics measured on RABiTS
substrates at 76 K. The tensile yield strength, Young’s modulus,
and proportional limit of elasticity of candidate RABiTS substrate
materials are tabulated and compared.

Index Terms—Coated conductors, critical current density,
mechanical properties, microstructure, RABiTS, strain, stress,
Y-Ba-Cu-O.

I. INTRODUCTION

H IGHLY textured yttrium-barium-copper-oxide (YBCO)
films deposited on buffered, flexible, metallic substrates

exhibit critical-current densities () that are in excess of
1 MA cm at liquid-nitrogen temperature and self magnetic
field [1]–[3]. These coated conductors may therefore poten-
tially be used in the construction of electrical devices such as
underground power-transmission lines, transformers, motors,
generators, and magnetic separators. Strong grain alignment
is essential for achieving such high values of[4]–[9]. This
requirement can be met by using, for example, rolling-assisted,
biaxially-textured substrates (RABiTS) [2], [3] or ion-beam-as-
sisted deposition (IBAD) [1]. Since the ceramic coatings
are inherently brittle, the tolerance of the coated conductors
to mechanical stresses can affect the ultimate performance
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of devices made of these tapes. Hence, the study of their
electromechanical properties is crucial to both guide conductor
development and provide critical data for the design of specific
applications [1], [10]–[15]. When a power-transmission cable
is bent, each tape element is subjected to bending strain and
also to transverse compressive stress as the tapes in the different
layers of the cable are pushed against each other and against the
wall of the conduit. Also in magnet applications, the Lorentz
force applied to the windings radially produces a hoop stress
that can transform both to axial tensile strain and transverse
compressive stress in the tapes. In this work we present
experimental results on the effect oftransverse compressive
stress on obtained in YBCO films deposited onpureNi and
Ni-5at.%Walloy RABiTS. The microstructure of the samples
after electromechanical testing reveals cracking of the ceramic
films due to application of stress. We also report stress-strain
characteristics of candidate RABiTS substrate materials
(annealed pure Ni, Ni-13at.%Cr, Ni-3at.%W-2at.%Fe, and
Ni-5at.%W) and compare their tensile yield strength, Young’s
modulus, and proportional limit of elasticity at 76 K. These
results provide insight into the role played by the mechanical
properties of the substrate in determining the electromechanical
properties of these conductors, as well as provide a preliminary
comparison of the effect of transverse stress on YBCO coatings
on pureNi versus Ni-5at.%Walloy substrate materials.

II. EXPERIMENTAL PROCEDURE

Ni and Ni-5at.%W rods were thermomechanically processed
to obtain biaxially textured substrates [16], [17]. Buffer layers
were grown on the substrates by reactive evaporation and
RF magnetron sputtering. Thereafter, the YBCO layer was
deposited on the buffered substrates using theex situ BaF
method [18], [19]. Samples with pure Ni (Samples 1 to 3) had
a structure, from outside in, of YBCOCeO yttria-stabilized
zirconia (YSZ) CeO Ni [16]. Samples 4 and 5 incorporated a
Ni-5at.%W substrate and had an architecture of YBCOCeO
YSZ Y O Ni Ni-W [17]. The tapes were then coated with a
layer of Ag and annealed in oxygen. An additional layer of Ag
(total thickness around 10m) was deposited by thermal evap-
oration to ensure low contact resistivity between the sample
and the current leads after soldering connections. For Samples
1 to 3, the thickness of the pure Ni substrate was 50m, that of
the buffer layers less than 1m, and that of the YBCO layer
about 0.3 m. Samples 4 and 5 had a Ni-5at.%W substrate
75 m thick, a cap Ni layer 2 m thick, and buffer layers less
than 1 m, while the thickness of YBCO layer was 1m.

U.S. Government work not protected by U.S. copyright.



CHEGGOURet al.: TRANSVERSE COMPRESSIVE STRESS EFFECT IN Y-Ba-Cu-O COATINGS 3531

The coated-conductor samples had a width of about 3 mm to
4 mm and a length of about 2.5 cm. All the results reported
here were obtained on samples with an initial critical-current
density on the order of 1 MAcm at 76 K, measured with an
electrical-field criterion of 1 V cm in self-field.

The apparatus for measuring vs. transversestress ( )
has been described by Ekin [20]. Two copper leads and a pair
of voltage taps were soldered to the sample. The sample was
mounted onto a flat stainless steel block (bottom anvil) located
at the bottom end of the apparatus. The current leads were de-
signed and soldered to the apparatus in such a way that one
copper lead was stationary and the other was free to flex [21].
The flexible copper lead ensured that the sample was stress-free
during the cooling of the apparatus from room temperature to
the operating temperature. The top anvil, also flat and made of
stainless steel, was attached to the probe via a biaxially gimbaled
pressure-foot so that this anvil conformed to the sample and
bottom anvil surfaces. The load was transmitted to the sample
via a stainless steel rod, which was attached at the top end of
the probe to a calibrated 13 kN load cell to measure the force
applied to the sample. Measurements were carried out in liquid
nitrogen at 76 K. Voltage-current curves were taken as a func-
tion of up to 180 MPa in self-field, and values of were
determined at an electrical-field criterion of 1V cm. Uncer-
tainties in the measurements of and were about 1% and
2%, respectively.

The apparatus for measuring stress-strain characteristics was
constructed to investigate very soft substrates [22]. The pro-
cedure for mounting samples in the apparatus was adapted to
avoid work-hardening the substrates prior to measuring stress
vs. strain. Substrates were 50m or 75 m thick, 1 cm wide and
30 cm long. The apparatus was connected to a servo-hydraulic
actuator equipped with a 1300 N load cell and a linear variable
differential transformer (LVDT) to measure force and displace-
ment, respectively. The apparatus was inserted,under load con-
trol, into a liquid-nitrogen cryostat to ensure stress-free cooling
of the sample. To check the accuracy of the measurements, the
Young’s modulus was determined for stainless-steel tapes about
80 m thick and 3.5 mm wide and was found to be 176 GPa at
295 K, 200 GPa at 76 K, and 210 GPa at 4 K. These values are
consistent with those for type 304 stainless-steel sheets. Uncer-
tainties in determining the Young’s modulus and yield strength
are due mainly to the thickness, and can be estimated to about
10%, depending on the variation in thickness along the sub-
strate’s length.

III. T RANSVERSECOMPRESSIVESTRESSRESULTS

Two modes of application of transverse compressive stress
to the sample were used. In themonotonic-loadingmode, stress
was applied to the sample and gradually increased without
releasing the load between measurement steps. In contrast, the
load-unload mode consisted of applying stress of a certain
value to the sample, then releasing it (with both anvils main-
taining physical contact with the sample) before reapplying
it at a higher value. Sample 1 and 2 were measured in the
monotonic-loadingmode andload-unloadmode, respectively,
and presented very different behavior (Fig. 1). The monotonic
loading mode produced no degradation of up to about

Fig. 1. Effect of transverse stress onJ in YBCO films onpureNi RABiTS.
The results obtained in two modes of measurements illustrate the role played by
friction between the sample and the pressing anvils.

Fig. 2. Effect of transverse stress onJ in YBCO films on pure Ni and
Ni-5at.%Walloy RABiTS. The results illustrate the benefits of work-hardening
pure Ni and provide a comparison between YBCO coatings on pure Ni and
Ni-5at.%W alloy substrate materials.

120 MPa, whereas the load-unload mode resulted in significant
degradation in , amounting to about 28% at 100 MPa and
39% at 180 MPa. In themonotonic-loadingmode, the sample
has a strong frictional support from the pressing anvils. We
believe this support prevents the sample from expanding later-
ally. In contrast, the frictional support is significantly reduced
when operating in theload-unloadmode. In-plane expansion
becomes possible, which may lead to cracking of the buffer
and YBCO layers.

In Fig. 2 we show the benefit of work-hardening the sample
substrate and compare the response to transverse stress of the
YBCO coatings on pure Ni versus Ni-5at.%W alloy substrate
materials. Sample 3 was loaded first monotonically to 160 MPa,
then unloaded and measured in theload-unloadmode up to
180 MPa. In the monotonic loading, did not degrade (result
not shown in Fig. 2). During this operation, the pure Ni sub-
strate work-hardened, which substantially improved the toler-
ance of this sample to transverse stress as compared to Sample
2, which did not receive the work-hardening treatment. Sample
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Fig. 3. Scanning electron micrograph of YBCO film on bufferedpure
Ni RABiTS substrate after transverse-stress measurements, showing
multi-patterned mechanical cracks throughout the sample, both longitudinal
and transverse to the electrical-current flow direction. The vertical axis of
the image coincides with the direction of the electrical current applied to the
sample.

4 and 5, which had a Ni-5at.%W substrate, exhibited the best
tolerance to transverse stress in theload-unloadmode of all the
samples measured (degradation for Sample 4 and 6
for Sample 5 at 150 MPa), and this performance was obtained
without a work-hardening treatment.

These results provide evidence that the mechanical properties
of the substrate material play a dominant role in determining
the response of these samples to transverse compressive stress.
Another possible source for the degradation ofcould be de-
lamination of the ceramic layers due to application of stress.
More comprehensive data are still required to draw definitive
conclusions.

As presented below, the tensile yield strength, Young’s mod-
ulus, and proportional limit of elasticity of Ni-5at.%W sub-
strates are substantially higher than those of pure Ni substrates.
The mechanical properties of work-hardened pure Ni substrates
are also expected to be superior, as compared to the properties
of pure Ni substrates without work hardening. For the samples
measured, the higher values these properties have, the greater
the transverse load required to initiate cracking of the ceramic
layers. These results do not rule out the usefulness of soft sub-
strate materials. If strong frictional support can be provided to
the tape, even YBCO films on soft substrates may suffer little
or no damage from transverse stress up to at least 160 MPa.
Nonetheless, it is probably not convenient to provide sufficient
frictional support to the tape in many applications. Therefore,
it is safer to use the more robust Ni-alloy substrate materials in
the coated conductors’ architecture.

IV. M ICROSTRUCTURESTUDY

After electromechanical testing, silver was etched away to ex-
pose the YBCO layer. A solution of H O NH OH

H O was used for silver etching [14]. The microstructure
of this layer was examined by scanning electron microscopy
(SEM), and regions with cracks were found (Figs. 3 and 4). For
samples with pure Ni substrates tested undertransversestress,
the cracked regions were distributed in patches, with sizes from

Fig. 4. Scanning electron micrograph of YBCO film on buffered Ni-5at.%W
alloy RABiTS substrate aftertransverse-stress measurements, showing fine
mechanical cracks longitudinal and transverse to the electrical-current flow
direction. These cracks were rare and located mostly near the edges of the
sample. The vertical axis of the image coincides with the direction of the
electrical current applied to the sample.

Fig. 5. Comparison of stress-strain curves at 76 K of annealedpure Ni,
Ni-13at.%Cr, Ni-3at.%W-2at.%Fe, and Ni-5at.%Walloy RABiTS substrates.

a few micrometers to about 600m wide. The cracks were both
longitudinal as well as transverse to the direction of the electric
current flow (Fig. 3). In the case of coated Ni-5at.%W substrate
samples exposed to transverse pressing, cracks were rare, lo-
cated mostly near the sample edges (Fig. 4). Formation of cracks
in the stressed ceramic layers is the primary reason for the degra-
dation of .

V. MECHANICAL PROPERTIES OFPURE NI AND NI ALLOY

RABITS SUBSTRATES AT76 K

Stress-strain characteristics were measured forpure Ni,
Ni-13at.%Cr, Ni-3at.%W-2at.%Fe and Ni-5at.%Walloy
RABiTS substrates at 76 K (Fig. 5). The samples investigated
received the same heat treatment as those used for buffer and
YBCO depositions. Several samples of each material were
measured. Average values of the tensile yield strength, Young’s
modulus, and proportional limit of elasticity are summarized in
Table I. The tensile yield strength of Ni-5at.%W is higher than
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TABLE I
MECHANICAL PROPERTIES AT76 K OF RABiTS MATERIALS

that of pure Ni by more than a factor of 4, whereas the Young’s
modulus and proportional limit of elasticity are respectively
higher by factors of 1.8 and 2.5. Also note that in the plastic
regime, the stress increases with strain at a higher rate for pure
Ni than for the measured Ni alloy RABiTS materials. Therefore
the work-hardening of pure Ni is greater than that of Ni-W or
Ni-Cr substrates.

VI. CONCLUSION

The degradation of transport critical-current density from
transversecompressive stress in YBCO coated conductors on
bufferedpureNi and Ni-5at.%Walloy RABiTS has been inves-
tigated at 76 K and self-magnetic field. Transverse compressive
stress can significantly degrade in YBCO deposited on pure
Ni RABiTS unless sufficient frictional support is provided to
the sample. Appropriate work hardening of pure Ni substrates
or the use of Ni-5at.%W alloy substrates improves the tolerance
of these conductors to transverse compression.

The microstructure of the samples after electromechanical
testing has shown cracking of the YBCO layer. These cracks
are the primary cause for the degradation ofdue to stress.

The mechanical properties of annealed pure Ni, Ni-13at.%Cr,
Ni-3at.%W-2at.%Fe, and Ni-5at.%W alloy RABiTS substrates
at 76 K have also been measured and tabulated. These results are
given to guide the development of YBCO coated conductors.
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